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29-Apr-25 to 27-May-25

29-May-25

0.34   % (BSEN 196-6:2010 )

2.95   % (BSEN 196-3:2016)

3.05   % (BSEN 196-3:2016)

0.49   % (BSEN 196-3:2016)

0.26   % (BSEN 196-3:2016)

0.58   % (BSEN 196-3:2016)

0.04   % (BSEN 196-3:2016)

20.54 By XRF

4.29 By XRF

4.11 By XRF

64.0 By XRF

3.51 By XRF

0.95  %

4.42  %

53.53  %

18.51  %

12.49  %

1.90  %
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ALL RESULTS ARE BASED ON SAMPLE RECEIVED FROM THE CLIENT: TESTED AS RECEIVED.
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CHEMICAL COMPOSITION  :- by mass, as received
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The following results are not UKAS accredited:-

L.S.F.

The following results are determined by XRF by an outside accredited laboratory.


